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ASTM STANDARD

REINFORCING BARS

*3 11 3716 | 315
#4 .20 668 | .500
*93 31 | 1.043 | .625
#6 A4 | 1.502 | (750
*1 .60 | 2.044 | .815
*8 19 | 2.670 | 1.000
*9 1.00 | 3.400 | 1.128
#10 1.27 | 4.303 | 1.270
#11 1.56 | 5.313 | 1.410
*14 2.25 | 1.650 | 1.693
#18 4.00 | 13.600 | 2.257

Current ASTM Specifications cover bar sizes #14 and #18

in A615 Grade 60 and in

*Nominal dimensions.

A706 only.
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